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External Wall External Corner

PH CERTIFICATION

EWEC01

5
60

40
0

25

75
60

40
0

25

- clay plaster
- EcoCocon straw wall element
- airtight breather membrane Sd ≤ 0,2 m
- wood fibre board
- ventilated timber facade

- clay plaster
- EcoCocon straw wall element
- airtight breather membrane Sd ≤ 0,2 m
- wood fibre board
- certified vapour-permeable render w<0,1kg/m2*h

Wood - structural

Wood

EcoCocon straw wall element

Wood fibre board

-0,089 W/mK



External Wall Internal Corner

PH CERTIFICATION

EWIC01

25
40

0
60

5

25
40

0
60

75

ventilated timber facade -
wood fibre board -

airtight breather membrane Sd ≤ 0,2 m -
EcoCocon straw wall element -

clay plaster -

certified vapour-permeable render w<0,1kg/m2*h -
wood fibre board -

airtight breather membrane Sd ≤ 0,2 m -
EcoCocon straw wall element -

clay plaster -

Wood - structural

Wood

EcoCocon straw wall element

Wood fibre board

0,034 W/mK



Junction External Wall - Internal Wall

PH CERTIFICATION

EWIW01

25 400 60 5 25 400 60 75

30
12

0
24

30
12

0
24according to acoustic insulation according to acoustic insulation

plasterboard -
OSB -

timber 60x120 + acoustic insulation -
OSB -

clay plaster on reed -

plasterboard -
OSB -

timber 60x120 + acoustic insulation -
OSB -

clay plaster on reed -

clay plaster -
EcoCocon straw wall element -

airtight breather membrane Sd ≤ 0,2 m -
wood fibre board -

certified vapour-permeable render -
w<0,1kg/m2*h

clay plaster -
EcoCocon straw wall element -

airtight breather membrane Sd ≤ 0,2 m -
wood fibre board -

ventilated timber facade -

Wood - structural

Wood

EcoCocon straw wall element

Wood fibre board

OSB / plywood

-0,001 W/mK



Junction External Wall - Ceiling A

PH CERTIFICATION

EWCE01

25 400 60 75

73
24

0
22

80

73
24

0
22

80

25 400 60 5

floor boards -
soft acoustic insulation 40 -

hard acoustic insulation 20 -
OSB -

I-beam  -
CD/UD system -

plasterboard -

clay plaster -
EcoCocon straw wall element -

airtight breather membrane Sd ≤ 0,2 m -
wood fibre board -

ventilated timber facade -

floor boards -
soft acoustic insulation 40 -

hard acoustic insulation 20 -
OSB -

I-beam  -
CD/UD system -

plasterboard -

clay plaster -
EcoCocon straw wall element -

airtight breather membrane Sd ≤ 0,2 m -
wood fibre board -

certified vapour-permeable render -
w<0,1kg/m2*h

I-beam stiffener I-beam stiffener

Wood - structural

Wood

EcoCocon straw wall element

Wood fibre board

OSB / plywood

0,007 W/mK



Junction External Wall - Ceiling B

PH CERTIFICATION

EWCE02

25 400 60 75

24
0

22
80

24
0

22
80

25 400 60 5

clay plaster -
EcoCocon straw wall element -

airtight breather membrane Sd ≤ 0,2 m -
wood fibre board -

ventilated timber facade -

clay plaster -
EcoCocon straw wall element -

airtight breather membrane Sd ≤ 0,2 m -
wood fibre board -

certified vapour-permeable render -
w<0,1kg/m2*h

floor boards -
soft acoustic insulation 40 -

hard acoustic insulation 20 -
plywood -

ceiling beam  -

floor boards -
soft acoustic insulation 40 -

hard acoustic insulation 20 -
plywood -

ceiling beam  -

EcoCocon straw wall element Wood - structural

WoodWood fibre board

OSB / plywood



Roof Eaves

PH CERTIFICATION

ROEA01

25

180

200
25

13
54

95 210 9595

75 60 400 25

roof tiles -
counter battens -

roofing battens (ventilation) -
roof membrane -

wood fibre board -
timber beam + blown insulation -

I-beam + blown insulation -
airtight vapour barrier -

wooden batten -
plasterboard -

acoustic wooden soffit -

- ventilated timber facade
- wood fibre board
- airtight breather membrane Sd ≤ 0,2 m
- EcoCocon straw wall element
- clay plaster

insect net

timber ring beam 95/95

25

180

200
25

60
13

95 210 9595

7 60 400 25

roof tiles -
counter battens -

roofing battens (ventilation) -
roof membrane -

wood fibre board -
timber beam + blown insulation -

I-beam + blown insulation -
airtight vapour barrier -

wooden batten -
CD and UD system -

plasterboard -

- certified vapour-permeable render
w<0,1kg/m2*h
- wood fibre board
- airtight breather membrane Sd ≤ 0,2 m
- EcoCocon straw wall element
- clay plaster

timber ring beam 95/95

54
13

25
20

0
18

0
25

- ventilated timber facade
- wood fibre board
- airtight breather membrane Sd ≤ 0,2 m
- EcoCocon straw wall element
- clay plaster

13
60

25
20

0
18

0
25

- certified vapour-permeable render
w<0,1kg/m2*h
- wood fibre board
- airtight breather membrane Sd ≤ 0,2 m
- EcoCocon straw wall element
- clay plaster

EcoCocon straw wall element

Insulation - blown

Wood fibre board

EPS

Wood - structural

Wood

OSB / plywood

-0,030 W/mK



Roof Eaves

PH CERTIFICATION

ROEA02

25

400

25
13

54

75 60 400 25

95 210 9595
28

roof tiles -
counter battens -

roofing battens (ventilation) -
roof membrane -

wood fibre board -
I-beam + blown insulation -

airtight vapour barrier -
wooden batten -

plasterboard -
acoustic wooden soffit -

- ventilated timber facade
- wood fibre board
- airtight breather membrane Sd ≤ 0,2 m
- EcoCocon straw wall element
- clay plaster

timber ring beam 95/95

insect net

timber
anchoring roof beams

I-beam stiffener

eaves panel

25

400

25
60

13

7 60 400 25

95 210 9595
28

roof tiles -
counter battens -

roofing battens (ventilation) -
roof membrane -

wood fibre board -
I-beam + blown insulation -

airtight vapour barrier -
wooden batten -

CD and UD system -
plasterboard -

- certified vapour-permeable render
w<0,1kg/m2*h
- wood fibre board
- airtight breather membrane Sd ≤ 0,2 m
- EcoCocon straw wall element
- clay plaster

timber ring beam 95/95

timber
anchoring roof beams

I-beam stiffener

eaves panel

54
13

25
40

0
25

13
60

25
40

0
25

EcoCocon straw wall element

Insulation - blown

Wood fibre board

EPS

Wood - structural

Wood

OSB / plywood



Roof Verge A

PH CERTIFICATION

ROVE01

7 60 400 25

- certified vapour-permeable render
w<0,1kg/m2*h
- wood fibre board
- airtight breather membrane Sd ≤ 0,2 m
- EcoCocon straw wall element
- clay plaster

roof tiles -
counter battens -

roofing battens (ventilation) -
roof membrane -

wood fibre board -
I-beam + blown insulation -

airtight vapour barrier -
wooden batten -

CD and UD system -
plasterboard -

I-beam with insulation

75 60 400 25

roof tiles -
counter battens -

roofing battens (ventilation) -
roof membrane -

wood fibre board -
I-beam + blown insulation -

airtight vapour barrier -
wooden batten -

plasterboard -
acoustic wooden soffit -

- ventilated timber facade
- wood fibre board
- airtight breather membrane Sd ≤ 0,2 m
- EcoCocon straw wall element
- clay plaster

insect net

I-beam with insulation

EcoCocon straw wall element

Insulation - blown

Wood fibre board

EPS

Wood - structural

Wood

OSB / plywood

-0,071 W/mK



Roof Verge B

PH CERTIFICATION

ROVE01

incline 2%

incline 5%

75 60 400 25

54
13

25
40

0
35

95 210 9595
31

0

timber ring beam 95/95

- ventilated timber facade
- wood fibre board
- airtight breather membrane Sd ≤ 0,2 m
- EcoCocon straw wall element
- clay plaster

roof substrate -
geotextile for drainage -

EPDM foil -
slope layer EPS 150S -

roof membrane (e.g. Isocell Airstop Vap) -
OSB -

I-beam + blown cellulose -
airtight vapour barrier -

wooden batten -
plasterboard -

acoustic wooden soffit -

90 218 90

80
15 50 15

I-beam stiffener

I-beam with insulation

attic structure

insect net

board
incline 2%

incline 5%

7 60 400 25

13
60

25
40

0
35

95 210 9595
31

0

- certified vapour-permeable render
w<0,1kg/m2*h
- wood fibre board
- airtight breather membrane Sd ≤ 0,2 m
- EcoCocon straw wall element
- clay plaster

roof substrate -
geotextile for drainage -

EPDM foil -
slope layer EPS 150S -

roof membrane (e.g. Isocell Airstop Vap) -
OSB -

I-beam + blown cellulose -
airtight vapour barrier -

wooden batten -
CD and UD system -

plasterboard -

90 218 90

80
15 50 15

I-beam stiffener

timber ring beam 95/95

I-beam with insulation

attic structure

board

27
27

13
25

40
0

35

13
60

25
40

0
35

EcoCocon straw wall element

Insulation - blown

Wood fibre board

EPS

Wood - structural

Wood

OSB / plywood

-0,071 W/mK



Roof Verge

PH CERTIFICATION

ROVE02

7 60 400 25

roof tiles -
counter battens -

roofing battens (ventilation) -
roof membrane -

wood fibre board -
timber beam + blown insulation -

I-beam + blown insulation -
airtight vapour barrier -

wooden batten -
CD and UD system -

plasterboard -

- certified vapour-permeable render
w<0,1kg/m2*h
- wood fibre board
- airtight breather membrane Sd ≤ 0,2 m
- EcoCocon straw wall element
- clay plaster

75 60 400 25

roof tiles -
counter battens -

roofing battens (ventilation) -
roof membrane -

wood fibre board -
timber beam + blown insulation -

I-beam + blown insulation -
airtight vapour barrier -

wooden batten -
plasterboard -

acoustic wooden soffit -

- ventilated timber facade
- wood fibre board
- airtight breather membrane Sd ≤ 0,2 m
- EcoCocon straw wall element
- clay plaster

insect net

EcoCocon straw wall element

Insulation - blown

Wood fibre board

EPS

Wood - structural

Wood

OSB / plywood



Roof Ridge A

PH CERTIFICATION

RORI01
25

180

200
25

13
54

13
60

25
20

0

18
0

25

roof tiles -
counter battens -

roofing battens (ventilation) -
roof membrane -

wood fibre board -
timber beam + blown insulation -

I-beam + blown insulation -
airtight vapour barrier -

wooden batten -
plasterboard -

acoustic wooden soffit -

- roof tiles
- counter battens
- roofing battens (ventilation)
- roof membrane
- wood fibre board
- timber beam + blown insulation
- I-beam + blown insulation
- airtight vapour barrier
- wooden batten
- CD and UD system
- plasterboard

EcoCocon straw wall element

Insulation - blown

Wood fibre board

EPS

Wood - structural

Wood

OSB / plywood

-0,030 W/mK



Roof Ridge B

PH CERTIFICATION

RORI01
25

425

13
54

13
60

42
5

25

roof tiles -
counter battens -

roofing battens (ventilation) -
roof membrane -

wood fibre board -
I-beam + blown insulation -

airtight vapour barrier -
wooden batten -

plasterboard -
acoustic wooden soffit -

- roof tiles
- counter battens
- roofing battens (ventilation)
- roof membrane
- wood fibre board
- I-beam + blown insulation
- airtight vapour barrier
- wooden batten
- CD and UD system
- plasterboard

EcoCocon straw wall element

Insulation - blown

Wood fibre board

EPS

Wood - structural

Wood

OSB / plywood

-0,030 W/mK



Junction Floor Slab External Wall

PH CERTIFICATION

FSEW01

80 150

125 150 125

-0,175

25 400 60 7

20
0

16
0

25 120 160 120

±0,000

36
0

5
60

10 20

15
0

25
0

36
0

EPS

drainage

gravel layer

waterproofing bitumen

timber under panels

EPS plinth board

formwork concrete blocks

leveling layer

gravel layer fr. 0-4

in case of a clay-rich
subsoil, gravel to be
replaced by concrete

clay plaster -
EcoCocon straw wall element -

airtight breather membrane -
(Sd ≤ 0,2 m)

wood fibre board -
certified vapour-permeable render -

(w<0,1kg/m2*h)
wooden flooring -

acoustic insulation underfloor -
leveling -

steel fibre floor slab -
2x PE foil -

XPS -
compacted gravel layer -

geotextile 200gr./m2 -

80 150

125 150 125

-0,175

25 400 60 75

20
0

16
0

25 120 160 120

±0,000

41
0

5
60

10 20

15
0

25
0

36
0

timber under panels

EPS

EPS plinth board

drainage

gravel layer

formwork concrete blocks

waterproofing bitumen

leveling layer

gravel layer fr. 0-4

in case of a clay-rich
subsoil, gravel to be
replaced by concrete

wooden flooring -
acoustic insulation underfloor -

leveling -
steel fibre floor slab -

2x PE foil -
XPS -

compacted gravel layer -
geotextile 200gr./m2 -

clay plaster -
EcoCocon straw wall element -

airtight breather membrane -
(Sd ≤ 0,2 m)

wood fibre board -
ventilated timber facade -

Wood - structural

Wood

OSB / plywood

EcoCocon straw wall elementOriginal soil

New soil

Gravel

Wood fibre board

EPS

Concrete

Formwork concrete blocks

XPS / EPS plinth board

Foam glass

-0,059 W/mK



Junction Floor Slab External Wall

PH CERTIFICATION

FSEW02

80 80 150

125 150 125

-0,175

25 400 60 75

44
0

16
0

25 120 160 120

±0,000

60
0

5
60

10 20

15
0

25
0

17
0

timber under panels

EPS

EPS plinth board

drainage

gravel layer

formwork concrete blocks

waterproofing bitumen

leveling layer

gravel layer fr. 0-4

in case of a clay-rich
subsoil, gravel to be
replaced by concrete

wooden flooring -
acoustic insulation underfloor -

leveling -
steel fibre floor slab -

2x PE foil -
compacted foam glass (1:1,3) -

geotextile 200gr./m2 -

clay plaster -
EcoCocon straw wall element -

airtight breather membrane -
(Sd ≤ 0,2 m)

wood fibre board -
ventilated timber facade -

80 80 150

125 150 125

-0,175

25 400 60 7

44
0

16
0

25 120 160 120

±0,000

60
0

5
60

10 20

15
0

25
0

17
0

EPS

drainage

gravel layer

waterproofing bitumen

timber under panels

EPS plinth board

formwork concrete blocks

leveling layer

gravel layer fr. 0-4

in case of a clay-rich
subsoil, gravel to be
replaced by concrete

clay plaster -
EcoCocon straw wall element -

airtight breather membrane -
(Sd ≤ 0,2 m)

wood fibre board -
certified vapour-permeable render -

(w<0,1kg/m2*h)

wooden flooring -
acoustic insulation underfloor -

leveling -
steel fibre floor slab -

2x PE foil -
compacted foam glass (1:1,3) -

geotextile 200gr./m2 -

Wood - structural

Wood

OSB / plywood

EcoCocon straw wall elementOriginal soil

New soil

Gravel

Wood fibre board

EPS

Concrete

Formwork concrete blocks

XPS / EPS plinth board

Foam glass



Junction Floor Slab External Wall

PH CERTIFICATION

FSEW03

150 310

150 160 150

-0,175

25 400 60 7

40
0

10
0

25 60

120 160 120

15
0

25
0

25
0

20

±0,000

25
0

25
0

25
0

20

timber under panels

EPS

EPS plinth board

drainage

gravel layer

formwork concrete blocks

waterproofing bitumen

foam glass board

in case of a clay-rich
subsoil, gravel to be
replaced by concrete

clay plaster -
EcoCocon straw wall element -

airtight breather membrane -
(Sd ≤ 0,2 m)

wood fibre board -
certified vapour-permeable render -

(w<0,1kg/m2*h)

wooden flooring -
acoustic insulation underfloor -

leveling -
concrete slab -

2x PE foil -
compacted foam glass (1:1,3) -

geotextile 200gr./m2 -

150 80 80 150

150 160 150

-0,175

25 400 60 75

40
0

10
0

25 60

120 160 150

15
0

25
0

25
0

20

±0,000

77
0

25
0

25
0

25
0

20

timber under panels

EPS

EPS plinth board

drainage

gravel layer

formwork concrete blocks

waterproofing bitumen

foam glass board

in case of a clay-rich
subsoil, gravel to be
replaced by concrete

wooden flooring -
acoustic insulation underfloor -

leveling -
concrete slab -

2x PE foil -
compacted foam glass (1:1,3) -

geotextile 200gr./m2 -

clay plaster -
EcoCocon straw wall element -

airtight breather membrane -
(Sd ≤ 0,2 m)

wood fibre board -
ventilated timber facade -

Wood - structural

Wood

OSB / plywood

EcoCocon straw wall elementOriginal soil

New soil

Gravel

Wood fibre board

EPS

Concrete

Formwork concrete blocks

XPS / EPS plinth board

Foam glass



Junction Floor Slab External Wall

PH CERTIFICATION

FSEW04

2540060/10075

±0,000

30
0

15
15

38
5

22
15

timber beam 150/300

concrete pillar 300/300

underlay

timber under panels

- wooden flooring
- acoustic insulation underfloor
- OSB
- I-beam + blown wood fibre
- DHF board

- ventilated timber facade
- wood fibre board
-  airtight breather membrane
(Sd ≤ 0,2 m)
- EcoCocon straw wall element
- clay plaster

6036715019060
I-beam stiffener

timber beam 150/400

I-beam with insulation

25 400 60/100 75

±0,000
15

15
38

5
22

15

10
30

0

75 150 75

timber beam 150/300

concrete pillar 300/300

underlay

timber under panels

wooden flooring -
acoustic insulation underfloor -

OSB -
I-beam + blown wood fibre -

DHF board -

clay plaster -
EcoCocon straw wall element -

airtight breather membrane -
(Sd ≤ 0,2 m)

wood fibre board -
ventilated timber facade -

60 261 60
I-beam stiffener

I-beam with insulation

non-frost depthnon-frost depth



Junction Floor Slab Internal Wall

PH CERTIFICATION

FSIW01
44

0
16

0
25

wooden flooring -
acoustic insulation -

leveling -
steel fibre floor slab -

2x PE foil -
compacted layer of foam glass (1:1,3) -

geotextile 200gr./m2 -

plasterboard -
OSB -

timber 60x120 + acoustic insulation -
OSB -

clay plaster on reed -

Wood - structural

Wood

Original soil

ConcreteFoam glass

OSB / plywood

-0,004 W/mK



Window Threshold Hoblina Smartwin

PH CERTIFICATION

WITH01

80 80 150

125 150 125
25

0
16

0
25

±0,000

31
0

10
20

33

25 186 100 114

-0,035

160

25
0

25
0

23
0

15
0

25
0

36
0

EPS plinth board

drainage

gravel layer

porous concrete

low-stretch PUR foam

stone doorstep

Phonotherm

geotextile

in case of a clay-rich
subsoil, gravel to be
replaced by concrete

gravel layer fr. 0-4

formwork concrete blocks

wooden flooring -
acoustic insulation underfloor -

leveling -
steel fiber floor slab -

2x PE foil -
XPS -

compacted gravel layer -
geotextile 200gr./m2 -

Original soil

New soil

XPS / EPS plinth board

Foam glass

Concrete

Formwork concrete blocks

Gravel

EPS

0,020 W/mK



Window Threshold Hoblina Smartwin

PH CERTIFICATION

WITH02

80 80 150

125 150 125
17

0
44

0
16

0
25

±0,000

25 161 144 95

55
0

10
20

36

160

-0,020

25
0

25
0

23
0

15
0

25
0

17
0

EPS plinth board

drainage

gravel layer

stone doorstep

low-stretch PUR foam
Phonotherm

geotextile
gravel layer fr.0-4

in case of a clay-rich
subsoil, gravel to be
replaced by concrete

porous concrete

formwork concrete blocks

wooden flooring -
acoustic insulation -

leveling -
steel fiber floor slab -

2x PE foil -
compacted layer of foam glass (1:1,3) -

geotextile 200gr./m2 -

Original soil

New soil

XPS / EPS plinth board

Foam glass

Concrete

Formwork concrete blocks

Gravel

EPS



Window Threshold Hoblina Smartwin

PH CERTIFICATION

WITH03

100 80 80 150

125 150 125
44

0
16

0
25

±0,000

6

45 286 94

-0,020

260

53
8

10
40

drainage

gravel layer

stone doorstep

low-stretch PUR foam
Phonotherm

geotextile

EPS plinth board
porous concrete

formwork concrete blocks

gravel layer fr. 0-4

in case of a clay-rich
subsoil, gravel to be
replaced by concrete

wooden flooring -
acoustic insulation -

leveling -
steel fiber floor slab -

2x PE foil -
compacted layer of foam glass (1:1,3) -

geotextile 200gr./m2 -

Original soil

New soil

XPS / EPS plinth board

Foam glass

Concrete

Formwork concrete blocks

Gravel

EPS



Hoblina Smartwin

PH CERTIFICATION

WIBO01, WITO01, WISI01

425 60 75 25 400 60 7

25 25

sill sill

piece of wood 60/70
lintel anchoring

EPS

- ventilated timber facade / certified vapour-
permeable render w<0,1kg/m2*h
- wood fibre board
- airtight breather membrane Sd ≤ 0,2 m
- EcoCocon straw wall element
- clay plaster

15 15

installation gap
airtight breather tape

installation gap
airtight breather tape

installation gap
airtight breather tape

installation gap
airtight breather tape

75
60

40
0

25

7
60

40
0

25

15 15

21

plywood

piece of wood
60/70
lintel anchoring

- clay plaster
- EcoCocon straw wall element
- airtight breather membrane Sd ≤ 0,2 m
- wood fibre board
- ventilated timber facade

- clay plaster
- EcoCocon straw wall element
- airtight breather membrane Sd ≤ 0,2 m
- wood fibre board
- certified vapour-permeable render
w<0,1kg/m2*h

installation gap
airtight breather tape

Wood - structural

Wood

EcoCocon straw wall element

Wood fibre board

EPS

XPS / EPS plinth board



Hoblina Smartwin + screen

PH CERTIFICATION

WIBO02, WITO02, WISI02

110 124

16
6

18
1

Screen 2400 Screen 3000

425 60 75 25 400 60 7
15

10
0

15

sillsill

DHF board

- clay plaster
- EcoCocon straw wall element
- airtight breather membrane Sd ≤ 0,2 m
- wood fibre board
- ventilated timber facade / certified vapour-
permeable render w<0,1kg/m2*h

15 15
2525

installation gap
airtight breather tape

installation gap
airtight breather tape

installation gap
airtight breather tape

installation gap
airtight breather tape

place for insect screen

75
60

40
0

25

7
60

40
0

25

1515

plywood

piece of wood
60/70
lintel anchoring

- clay plaster
- EcoCocon straw wall element
- airtight breather membrane Sd ≤ 0,2 m
- wood fibre board
- ventilated timber facade

- clay plaster
- EcoCocon straw wall element
- airtight breather membrane Sd ≤ 0,2 m
- wood fibre board
- certified vapour-permeable render
w<0,1kg/m2*h

installation gap
airtight breather tape

Wood - structural

Wood

EcoCocon straw wall element

Wood fibre board

EPS

XPS / EPS plinth board



Hoblina Smartwin + shading

PH CERTIFICATION

WIBO03, WITO03, WISI03

25 400 60 75 25 400 60 7
1515

10
0

15

sillsill

DHF board

- clay plaster
- EcoCocon straw wall element
- airtight breather membrane Sd ≤ 0,2 m
- wood fibre board
- ventilated timber facade / certified vapour-
permeable render w<0,1kg/m2*h

25 25
1515

installation gap
airtight breather tape

installation gap
airtight breather tape

installation gap
airtight breather tape

installation gap
airtight breather tape

134 134 134

20
0

25
0

35
0

Shading 1670 Shading 2620 Shading 4770

75
60

40
0

25

7
60

40
0

25

15

plywood

piece of wood
60/140
lintel anchoring

- clay plaster
- EcoCocon straw wall element
- airtight breather membrane Sd ≤ 0,2 m
- wood fibre board
- ventilated timber facade

- clay plaster
- EcoCocon straw wall element
- airtight breather membrane Sd ≤ 0,2 m
- wood fibre board
- certified vapour-permeable render
w<0,1kg/m2*h

15

installation gap
airtight breather tape

Wood - structural

Wood

EcoCocon straw wall element

Wood fibre board

EPS

XPS / EPS plinth board



Window Threshold Wood-aluminium

PH CERTIFICATION

WITH04

DE125

LC62

LA865c

DE117

TS100.0

LVP101 LA175

DE34

TS200.0

100 100 150

125 150 125
65

0-
hr

. d
os

ky
15

0
25

±0,000

400 150

25 180 131 89

60
0

10
40

25

200

-0,020

EPS plinth board

drainage

gravel layer

formwork concrete blocks

earthing

stone doorstep

low-stretch PUR foam
Phonotherm

gravel layer fr. 0-4

wooden flooring -
acoustic insulation Steico Underfloor -

leveling -
steel fiber floor slab -

2x PE foil -
compacted layer of foam glass (1:1,3) -

geotextile Promt Texizol 200gr./m2 -

according to calculations

Original soil

New soil

XPS / EPS plinth board

Foam glass

Concrete

Formwork concrete blocks

Gravel

EPS



Window Threshold Wood-aluminium

PH CERTIFICATION

WITH05

100 100 100 150

125 150 125
65

0-
sl

ab
 th

ic
kn

es
s

15
0

25

±0,000

400 150

25 59 233 108 107

-0,020

300

57
8

10
40

drainage

gravel layer

earthing

stone doorstep

low-stretch PUR foam
Phonotherm

gravel layer fr. 0-4

EPS plinth board
formwork concrete blocks

wooden flooring -
acoustic insulation Steico Underfloor -

leveling -
steel fiber floor slab -

2x PE foil -
compacted layer of foam glass (1:1,3) -

geotextile Promt Texizol 200gr./m2 -

according to calculations

A 9304
A 9304

A 9304
A 9304

A 3100/12

Original soil

New soil

XPS / EPS plinth board

Foam glass

Concrete

Formwork concrete blocks

Gravel

EPS



Wood-aluminium

PH CERTIFICATION

WIBO04, WITO04, WISI04

DE125 LC62

LA865

DE117

TS100.0
LVP101

LA175

DE34

TS200.0

DE
125

LC62

LA865

DE
117

TS
10

0.
0

LVP
101

LA175

DE34

TS200.0

75
60

/1
00

40
0

25

7
60

/1
00

40
0

2521

1515

plywood

EPS plinth board

- clay plaster
- EcoCocon straw wall element
- airtight breather membrane Sd ≤ 0,2m
- STEICOprotect, woodfibre board
- ventilated timber facade

- clay plaster
- EcoCocon straw wall element
- airtight breather membrane Sd ≤ 0,2 m
- STEICOprotect, woodfibre board
-certified vapour-permeable render
w<0,1kg/m2*h

installation gap
airtight breather tape

DE125

LC62

LA
86

5
DE117

TS100.0
LVP101

LA
17

5

DE
34

TS
20

0.
0

DE125

LC62

LA865c

DE117

TS100.0

LVP101 LA175

DE34

TS200.0

DE125

LC62

LA
86

5

DE117

TS100.0
LVP101

LA
17

5

DE
34

TS
20

0.
0

DE125

LC62

LA865c

DE117

TS100.0

LVP101 LA175

DE34

TS200.0

425 60/100 75 25 400 60/100 7

15
25

15
25

sill sill

EPS plinth board

EPS plinth board

- ventilated timber facade /certified vapour-
permeable render w<0,1kg/m2*h
- STEICOprotect, woodfibre board
- airtight breather membrane Sd ≤ 0,2 m
- EcoCocon straw wall element
- clay plaster

installation gap
airtight breather tape

installation gap
airtight breather tape

installation gap
airtight breather tape

installation gap
airtight breather tape

Wood - structural

Wood

EcoCocon straw wall element

Wood fibre board

EPS

XPS / EPS plinth board



Wood-aluminium + screen

PH CERTIFICATION

WIBO05, WITO05, WISI05

110 124

16
6

18
1

Screen 2400 Screen 3000

DE125 LC62

LA865

DE117

TS100.0
LVP101

LA175

DE34

TS200.0

DE
125

LC62

LA865

DE
117

TS
10

0.
0

LVP
101

LA175

DE34

TS200.0

75
60

/1
00

40
0

25

7
60

/1
00

40
0

25

1515

plywood

EPS plinth board

- clay plaster
- EcoCocon straw wall element
- airtight breather membrane Sd ≤ 0,2
m
- STEICOprotect, woodfibre board
- ventilated timber facade

- clay plaster
- EcoCocon straw wall element
- airtight breather membrane Sd ≤ 0,2 m
- STEICOprotect, woodfibre board
-certified vapour-permeable render
w<0,1kg/m2*h

installation gap
airtight breather tape

DE125

LC62

LA
86

5

DE117

TS100.0
LVP101

LA
17

5

DE
34

TS
20

0.
0

DE125

LC62

LA865c

DE117

TS100.0

LVP101 LA175

DE34

TS200.0

DE125

LC62

LA
86

5

DE117

TS100.0
LVP101

LA
17

5

DE
34

TS
20

0.
0

DE125

LC62

LA865c

DE117

TS100.0

LVP101 LA175

DE34

TS200.0

425 60/100 75 25 400 60/100 7

15

10
0

15

15
25

15
25

sillsill

DHF board

- clay plaster
- EcoCocon straw wall element
- airtight breather membrane Sd ≤ 0,2 m
- STEICOprotect, woodfibre board
- ventilated timber facade /certified vapour-
permeable render w<0,1kg/m2*h

place for insect screen

installation gap
airtight breather tape

installation gap
airtight breather tape

installation gap
airtight breather tape

installation gap
airtight breather tape

place for insect screen

Wood - structural

Wood

EcoCocon straw wall element

Wood fibre board

EPS

XPS / EPS plinth board



Wood-aluminium + shading

PH CERTIFICATION

WIBO06, WITO06, WISI06

134 134 134

20
0

25
0

35
0

Shading 1670 Shading 2620 Shading 4770

DE125

LC62

LA
86

5

DE117

TS100.0
LVP101

LA
17

5

DE
34

TS
20

0.
0

DE125

LC62

LA865c

DE117

TS100.0

LVP101 LA175

DE34

TS200.0

DE125

LC62

LA
86

5

DE117

TS100.0
LVP101

LA
17

5

DE
34

TS
20

0.
0

DE125

LC62

LA865c

DE117

TS100.0

LVP101 LA175

DE34

TS200.0

25 400 60/100 75 25 400 60/100 7

1515

10
0

15

15
25

15
25

sillsill

DHF board

- clay plaster
- EcoCocon straw wall element
- airtight breather membrane Sd ≤ 0,2 m
- STEICOprotect, woodfibre board
- ventilated timber facade /certified vapour-
permeable render w<0,1kg/m2*h

installation gap
airtight breather tape

installation gap
airtight breather tape

installation gap
airtight breather tape

installation gap
airtight breather tape

DE125 LC62

LA865

DE117

TS100.0
LVP101

LA175

DE34

TS200.0

DE
125

LC62

LA865

DE
117

TS
10

0.
0

LVP
101

LA175

DE34

TS200.0

75
60

/1
00

40
0

25

7
60

/1
00

40
0

25

1515

plywood

EPS plinth board

- clay plaster
- EcoCocon straw wall element
- airtight breather membrane Sd ≤ 0,2
m
- STEICOprotect, woodfibre board
- ventilated timber facade

- clay plaster
- EcoCocon straw wall element
- airtight breather membrane Sd ≤ 0,2 m
- STEICOprotect, woodfibre board
-certified vapour-permeable render
w<0,1kg/m2*h

installation gap
airtight breather tape

Wood - structural

Wood

EcoCocon straw wall element

Wood fibre board

EPS

XPS / EPS plinth board


